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Count & Blend
Dyeing
Sample No.
F.Q. No.
Article No.

Warp: Ne 24/2 PVC 72/04/24
Weft: Same as warp

Cross
2110101155
061221W

7320074D/7426024E

O Coortiftcations

1)

Tested for harmful substances
according fo Oeko-Tex® Standard 100
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GREIGE YARN
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Warp: Ne 13/2 P/C 50/50 (Recycled Poly)
Count & Blend | weft: Ne 1/13 P/C 50/50 (Recycled Poly)

Sample No. 2110100803 / 2110100802
F.Q. No. 091021W

Article No. 5203590D/5302570E, 5202540D/5300570E
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Recycled Polyester




Count & Blend

Dyeing
Sample No.
F.Q. No.

Article No.

Recycled Polyester

Weft: Same as warp

Disperse
2110100728
100921W

8200290D/8208270E

Warp: Ne 10/2 P/C 80/20 (Recycled Poly)

Tested for harmful substances
according fo Oeko-Tex® Standard 100

FAIRTRADE

Global Recycled
w_ Standard



GREIGE YARN
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Count & Blend | Warp: Ne 10/2 P/C 60/40 (Recycled Poly)
Weft: Same as warp
Dyeing Disperse
Sample No. 2110101405
F.Q. No. 110222W
Article No. 6202480D/6301430E
e
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&
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Recycled Polyester




GREIGE YARN

ENTICE

Count & Blend | Warp: Ne 24/2 PVC 72/04/24
Weft 1: Ne 14/1 Cotton 100%
Weft 2: Ne 10/1 PVCF 25/20/35/20

Dyeing Disperse / Cationic
Sample No. 2110101155 /2010100556 &2110101200
F.Q. No. 181221W

Article No. 7320074D/7426024E, 1407060D/1603000E,
2354270D/2458200E




Warp: Ne 14/2 Poly/Nylon/Hemp 70/20/10

Count & Blend
Weft 1: Ne 27/2 Poly/Nylon 95/05
Weft 2: Ne 20/2 Poly/Nylon 95/05
Dyeing Disperse / Cationic
Sample No. 2110100772 /2110100721 &2110100719
F.Q. No. 080921W
Article No. 7400230D/7505200E, 9352055D/9458005E,

9350085D/9452025E

S

Stretchable

Hemp

GREIGE YARN




GREIGE YARN

ELEGANT

Warp: Ne 12/2 Poly 100% (Recycled Poly)
Weft: Ne 15/1 Poly

Recycled Polyester




Warp: Ne 08/2 FR Poly

Count & Blend |y 5. Ne 08/1 FR Poly

Dyeing Disperse

Sample No. 2110101351 /2110101417

F.Q. No. 080222W

Article No. 1305000D/1408000E, 1303090D/1406000E

Flame Retardant
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GREIGE YARN
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Warp: Ne 11.5/2 VCF 50/30/20
Count & Blend | yyet: Ne 11/1 VCF 50/30/20
Dyeing Reactive
Sample No. | 2110101517 /2110101516
F.Q. No. 010422W
Article No. 5309370D/5504330E, 5307370D/5501360E
!
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GREIGE YARN

Warp: Ne 12/2 Cotton/Linen 80/20 I

Article No. 8404280D/8600280E, 8603250D/8806200E




GREIGE YARN

MAJESTY

Warp: Ne 08/1 CP 95/05
Count & Blend | Weft: Same as warp
Dyeing Reactive
Sample No. 2110101256
F.Q. No. 020122W
Article No. 9455035D/9651095E
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W Tested for harmful substances

according to Oeko-Tex® Standard 100




Count & Blend

Dyeing
Sample No.
F.Q. No.

Article No.

Warp: Ne 20/2 CP 98/02
Weft: Same as warp

Reactive
2110101331
180122W

9585072D/9786012E
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GREIGE YARN

GRANDE

Count & Blend | Warp: Ne 22/2 PC 60/40 (Recycled Poly)
Weft: Same as warp

Dyeing Disperse
Sample No. 2110101644
F.Q. No. 180322W

Article No. 6307400D/6501400E
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Recycled Polyester Recycled Cotton




Count & Blend

Dyeing
Sample No.
F.Q. No.

Article No.
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Warp: Ne 10/2 Poly/Linen 90/10
Weft: Same as warp

Cross
2110101395
090222W

9204110D/9303110E

Shining
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Count & Blend

Dyeing
Sample No.
F.Q. No.
Article No.
A
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Recycled Polyester

Warp 1: Ne 12/2 P/C 52/48
Warp 2: Ne 20/2 Poly (Recycled Poly)
Weft 2: Ne 10/1 P/C 50/50 (Recycled Poly)

Cross
1910101338 &2010100021 /1910101356

120122W

5320488D/5422428E, 1307060D/1502000E,
5200570D/5207530E

&

Recycled Cotton

O Coortiftcations

(ht

Tested for harmful substances
according fo Oeko-Tex® Standard 100
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Warp: Ne 14/2 C/Tex 79/21 (Recycled Cotton)
Count & Blend |\ f: Ne 13/1 PC 50/50

Dyeing Reactive

Sample No. 2110100889 / 2110100880

F.Q. No. 041121W

Article No. 7391221D/7492221E, 5303520D/5404500E

GO

Recycled Cotton
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LI/Z M Tested for harmful substances
according to Oeko-Tex® Standard 100




RSWM Limited

an LNJ Bhilwara Group Company

Corporate Office
RSWM LIMITED
Bhilwara Tower, A-12, Sector - 1,
Noida 201301 (NCR), Delhi, India,
Tel.: +91-120-4390300, Fax: +91-120-4277841
WWW.rswm.in

New Product Development (Greige Yarn)
Mr. R.K. Gagrani
Phone: +919414005108,
email: rkgagrani@Injbhilwara.com




